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Investigation of the in-situ formation of a Mo-Mo3Si
alloy directly via EB-PBF process
Di Sturco, S. et al.

International Journal of Refractory Metals and Hard Materials

Microstructure Modification of Additively
Manufactured Mo-9Si-8B by Annealing and Its Effects
on High-Temperature Mechanical Properties

Schmidt, C. et al. Advanced Engineering Materials

Thermo-mechanical grain structure and texture
tailoring of Mo-9Si-8B by electron beam powder bed
fusion

Chen, Y. etal. Materials & Design

Melting feasibility of oxide dispersion-strengthened
tungsten W-Y203 via electron beam powder bed
fusion

Truong, T.D. et al.

International Journal of Refractory Metals and Hard Materials

Additive Manufacturing of Pure Tungsten via Electron
Beam Powder Bed Fusion: Toward Fusion-Ready
Fabrication

Truong, T.D.; Taheri Andani; M. Materials & Design

Strengthening and interface-mediated plastic co-
deformation in an ultrafine Cr-Ni eutectic: A
nanomechanical investigation

Ghosh, A. et al. arXiv

Influence of Scan Strategies in Electron Beam Powder
Bed Fusion on Solidification, Microstructure, and High-
Temperature Compressive Properties of y’-
Strengthened Inconel 738LC

Petenati, J.N. et al.

Advanced Engineering Materials

Geometry and Surface Feature Evaluation in E-PBF
Process Using In-Operando Electron Emission Signal

Alfaifi, A. et al. Materials

Influence of the beam power on the density of pure
copper samples in PBF-EB/M using a spot melting
strategy

Oberkdnig, H. et al.

Progress in Additive Manufacturing

High-power electron beam powder bed fusion
manufacturing of pure tungsten
Abdul Baseer, R. et al.

Progress in Additive Manufacturing

Real-time tracking of the solidification of tool steel in
electron beam powder bed fusion with high-energy X-
rays

Kénig, H.H. et al. Additive Manufacturing

Politecnico di Torino

Otto-von-Guericke

University Magdeburg
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University of Michigan
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W-Y203

FREEMELT ONE

FREEMELT ONE

Cr-Ni

FREEMELT ONE

FREEMELT ONE

Ti-6Al-4V

FREEMELT ONE

FREEMELT ONE

MINIMELT

Tool steel

10.1016/j.1jrmhm.2
026.107911

10.1002/adem.71137

10.1016/j.matdes.2
026.116698

10.1016/j.1jrmhm.2
026.108020

10.1016/j .matdes.2
026.116536

arxiv.org/abs/260
7.00906

10.1002/adem. 71049

10.3390/mal9112362

10.1007/540964-026
-01739-z

10.1007/540964-026
-01673-0

10.1016/j .addma. 20
26.105159


https://doi.org/10.1016/j.ijrmhm.2026.107911
https://doi.org/10.1002/adem.71137
https://doi.org/10.1016/j.matdes.2026.116698
https://doi.org/10.1016/j.ijrmhm.2026.108020
https://doi.org/10.1016/j.matdes.2026.116536
https://arxiv.org/abs/2607.00906
https://doi.org/10.1002/adem.71049
https://doi.org/10.3390/ma19112362
https://doi.org/10.1007/s40964-026-01739-z
https://doi.org/10.1007/s40964-026-01673-0
https://doi.org/10.1016/j.addma.2026.105159

P
% Index

2026

Columnar to Equiaxed Transition in Electron Beam
Powder Bed Fusion (EB-PBF) Characterized Through
Microstructure Analytics

Thome, P. et al. Advanced Engineering Materials
Microstructure and Corrosion Characteristics of IN
625 Coating on Additively Manufactured 316L
Stainless Steel in As-Fabricated Condition

Tarafder, P. et al. Materials
High-temperature additive manufacturing of Nd-Fe-B
by powder bed fusion using an electron beam

Wilms, M.B. et al.

Progress in Additive Manufacturing

A comprehensive in-situ monitoring framework for
pore and uneven surface detection in electron beam
powder bed fusion via electron-optical imaging

Lee, K. et al. Journal of Manufacturing Processes
Data-Driven Modeling and Real-time Monitoring for
Quality Assurance in EB-PBF Metal Additive
Manufacturing using Electron Emission Data

Gbadamosi-Adeniyi, T.

Time-resolved imaging of electron beam powder bed
fusion using an X-ray microscope optimized for white
beam radiation

Bidola, P.M. et al. Journal of Synchrotron Radiation
Development of the Electron Beam Powder Bed Fusion
for the Production of Molybdenum and Intermetallic
Materials

Di Sturco, S.

Enhanced Productivity in Electron Beam-Based
Powder Bed Fusion: A Study of Thick Layers in Ti-6Al-
4V for Implant Manufacturing

Dillmann, A.

2025
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Linkdping University

University of Wuppertal

Texas A&M University

NC State University

Helmholtz-Zentrum Hereon

Politecnico di Torino

Uppsala University
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Nd-Fe-B
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Mo-Si silicides
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Operando electron optical monitoring in electron
beam powder bed fusion: characteristic signatures as
fault indicator

Ye, J. et al. Progress in Additive Manufacturing
In situ recrystallization of pure Cu during electron
beam powder bed fusion

Margueret, A. et al. Additive Manufacturing Letters
Evaluation of Different Dynamic Point Melt Scanning
Strategies on Microstructure Evolution for IN718 Bulk
Parts Fabricated by EB-PBF

Nabil, S.T. et al.
Journal of Materials Research and Technology

FAU Erlangen-Nirnberg

Univ. Grenoble Alpes

UT El Paso

FREEMELT ONE

Ti-6Al-4V

FREEMELT ONE
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Feasibility Study of the Electron Beam Powder Bed
Fusion of Molybdenum

MASTER'S THESIS Ancaza, A.

Investigating the microstructure of additively
manufactured tungsten parts produced by electron
beam powder bed fusion process

JOURNAL Zavala-Arredondo, M. et al.

Nuclear Materials and Energy

The effect of scanning strategy on grain development
of MAR-M247 in electron beam powder bed fusion

JOURNAL Lu, R.-H. et al. Progress in Additive Manufacturing

Magnetocaloric Performance in Sustainable Ni-Mn-Sn-
Based Heusler Alloys by Electron-Beam Additive
Manufacturing

CONFERENCE - Shokri, H. et al.

Intermetallics 2025 Conference Proceedings

Microstructure and mechanical properties of Mo-Si-B
alloy processed using electron beam powder bed
fusion
CONFERENCE - Chen,Y.etal.

Intermetallics 2025 Conference Proceedings

Powder bed fusion of pure copper using an electron
beam: a comparative study on the material properties
obtained using vector- and spot-based exposure
JOURNAL Ortmann, R. et al.

Progress in Additive Manufacturing

Microstructure and thermal stability of oxidized
copper produced by electron beam powder bed fusion
JOURNAL Tarafder, P. et al.

Journal of Materials Research and Technology

PBF-EB process development of chemically reduced
tungsten via a dual-gradient parameter approach
utilizing the backscatter signal

JOURNAL Sjostrom, W. et al.

Progress in Additive Manufacturing

In-situ synchrotron imaging of powder consolidation
and melt pool dynamics in electron beam powder bed
fusion
JOURNAL

Semjatov, N. et al. Additive Manufacturing

Development of Molybdenum-Silicon systems
produced via Electron Beam Powder Bed Fusion

Original: Sviluppo di sistemi Molibdeno-Silicio prodotti tramite
Electron Beam Powder Bed Fusion

MASTER'S THESIS Politi, G.

Simulation-driven development of in-situ alloying Cu-
25Cr by electron beam powder bed fusion
JOURNAL

Scherr, R. et al. Additive Manufacturing
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Germany
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Ruhr University Bochum
Germany
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Linképing University

Sweden
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Mid Sweden University

Sweden
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Universitat Politecnica de
Catalunya; Freemelt AB; Linkdping
University

FAU Erlangen-Nurnberg MINIMELT

Germany ra
KTH Royal Institute of Technology;
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Mo-Si silicides

Italy
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Trajectory Optimization for Spatial Microstructure
Control in Electron Beam Metal Additive
Manufacturing
CONFERENCE
Proceedings of the American Control Conference (ACC 2025)

Khrenov, M. et al.

Cu-25Cr composites processed by in situ alloying in
electron beam powder bed fusion
JOURNAL

Varoto, L. et al. Additive Manufacturing

Electron beam powder bed fusion process monitoring
by in-melt electron analysis

JOURNAL Xu, J. et al. Additive Manufacturing
Segmentation of Electron Beam Powder Bed Fusion
Defects in Backscattered Electron Images
MASTER'S THESIS - Palm, Z.

Mid Sweden University (Student Thesis)

Development of a beam verification process for
Electron Beam Powder Bed Fusion

MASTER'S THESIS Favier, C.

Single crystal twisting in additive manufacturing

JOURNAL Béreis, J. et al. Progress in Additive Manufacturing

Real-time tracking of additive manufacturing with
high-energy X-ray techniques
PHD THESIS - K8nig, H.H.

Assessing the effect of scan strategies on the
structure-property relationship in electron beam
powder bed fusion processed 316L stainless steel
JOURNAL Tarafder, P. et al. Materials & Design

Rapid processing window development of Mo-Si-B
alloy for electron beam powder bed fusion

JOURNAL Chen, Y. etal. Progress in Additive Manufacturing

Microstructure formation of a new Al-4Mn-3Ni-2Cu-1Zr
aluminium alloy during electron beam powder bed
fusion
JOURNAL Varoto, L. et al. Materialia

Investigation and Control of Smoke Phenomenon in
Electron Beam Powder Bed Fusion of a Novel y-TiAl
alloy
JOURNAL Jennings, R. et al.

Journal of the Japan Society of Powder and Powder Metallurgy

Impact of Process Variables on Solidification and
Microstructural Evolution of Pure Copper Processed
via Electron Beam Powder Bed Fusion

Original: Impacto Das Varidveis de Processo Na Solidificagéo e
Evolugéo Microestrutural de Cobre Puro Processado via Fusdo em
Leito de PGS por Feixe de Elétrons

MASTER'S THESIS - Carneiro, G.B.

Freemelt AB - MdIndal, Sweden - freemelt.com

Carnegie Mellon University

United States

Schneider Electric
France

Univ. Grenoble Alpes; Univ.
Bretagne Sud

Linkdping University

Sweden

Mid Sweden University

Sweden

Mid Sweden University

Sweden

FAU Erlangen-Nirnberg

Germany

KTH Royal Institute of
Technology

Sweden

Linkdping University

Sweden

FAU Erlangen-Nirnberg
Germany

Otto-von-Guericke University
Magdeburg

Univ. Grenoble Alpes
France

Constellium Technology Center

IHI Corporation

United Kingdom

Swansea University; Tohoku
University

Universidade Federal de Séo

Carlos (UFSCar)
Brazil

Univ. Grenoble Alpes

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE
CMSX-4

MINIMELT

Tool steel CMSX-4

FREEMELT ONE

FREEMELT ONE

Mo-9Si-8B

FREEMELT ONE

Al-4Mn-3Ni-2Cu-1Zr

FREEMELT ONE

y-TiAl

FREEMELT ONE
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Understanding the processability, microstructure, and
mechanical properties of molybdenum processed by
electron beam powder bed fusion

JOURNAL Di Sturco, S. et al.

International Journal of Refractory Metals and Hard Materials

ADDOPT: An Additive Manufacturing Optimal Control
Framework Demonstrated in Minimizing Layer-Level

Thermal Variance in Electron Beam Powder Bed Fusion
JOURNAL Khrenov, M. et al.

Journal of Manufacturing Science and Engineering

Powder Bed Fusion - Electron Beam of an oxygen-
compatible B-TNTZ (Ti-35.5Nb-2Ta-32Zr) alloy:
Feasibility and Material Evaluation

JOURNAL Rittinghaus, S.-K. et al.

European Journal of Materials

Low-Cost, High-Throughput Magnetic
Characterization Tool for Irregular Soft Magnetic
Specimens

JOURNAL Colton, S. et al.

IEEE Transactions on Instrumentation and Measurement

Additive Manufacturing Melt Pool Physics Understood

Politecnico di Torino
Italy
INSTM

Carnegie Mellon University
United States

University of Wuppertal

Germany

Chalmers University of Technology;

Helmholtz-Zentrum Hereon; GfE
Metalle und Materialien GmbH;
Forschungszentrum Jilich

Georgia Institute of
Technology
United States

Sandia National Laboratories

Carnegie Mellon University

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE

B-TNTZ

FREEMELT ONE

Permalloy

FREEMELT ONE

10.1016/j.1ijrmhm.2 »
025.107091

10.1115/1.4067325

10.1080/26889277.2 »
024.2448120

10.1109/tim.2025.3
644550

10.1184/R1/3028871 »

Through the Lens of Two-Color Thermal Imaging United States m 5

PHD THESIS Myers, A.J.

Rapid Process Parameter Development for SS316Lon  University of Pittsburgh FREEMELT ONE www.researchgate.n »
the Freemelt ONE Open Architecture Electron Beam United States m et/publication/387
Powder Bed Fusion Machine Carnegie Mellon University 722860

CONFERENCE Bostan, B. et al. Conference Proceedings
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Microstructure Evolutions Induced by Electron Beam
Melting of a Sintered Cu-25Cr Composite
JOURNAL

Varoto, L. et al. Materialia

CuCrZr alloy obtained via electron-beam powder bed
fusion: Microstructural insights and precipitation
behaviour
JOURNAL

Felicioni, S. et al. Materials Characterization

Thermo-mechanical Study on Auxetic Shape Memory
Periodic Open Cellular Structures—Part ll: Mechanical
and Shape Memory Properties

JOURNAL Fink, A. et al. Advanced Engineering Materials

Electron Beam Additive Manufacturing of SS316L with
a Stochastic Scan Strategy: Microstructure, Texture
Evolution, and Mechanical Properties

JOURNAL

Chaithanya Kumar, K.N. et al. Metals

Freemelt AB - MdIndal, Sweden - freemelt.com

Univ. Grenoble Alpes
France

ESRF - The European Synchrotron;

Schneider Electric

Politecnico di Torino
Italy
INSTM

FAU Erlangen-Nirnberg
Germany

TU Dortmund University

University of North Texas
United States

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE

NiTi Ti-6Al-4V

FREEMELT ONE
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10.1016/j.mtla.202 »
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2024.114559
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1310

10.3390/met1411127 »
8

07
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Microstructure Refinement of Bulk Inconel 718 Parts UT El Paso FREEMELT ONE 10.3390/jmmp806024

During Fabrication with EB-PBF Using Scanning
Strategies: Transition from Bidirectional-Raster to
Stochastic Point-Based Melting

JOURNAL - Nabil, S.T.etal.

Journal of Manufacturing and Materials Processing

Rethinking Cu-Cr electrical contact microstructures:
From manufacturing to properties

CONFERENCE Varoto, L. et al.

2024 IEEE 69th Holm Conference on Electrical Contacts (HOLM)

In-melt electron analysis to accelerate process
exploration of ceramics: Electron beam melting of
TiB2
JOURNAL

Xu, J. et al. Materialia

Correlating outgassing and smoke phenomenon in
electron beam powder bed fusion of Ti6Al4V using a
residual gas analyzer

JOURNAL Ye, J. et al. Progress in Additive Manufacturing

Comparative Study of Hydrogen Embrittlement on
EBM Inconel 718 As-Built and HIPed Specimens
MASTER'S THESIS - Diaz, J.C.

Multiple interaction electron beam powder bed fusion
for controlling melt pool dynamics and improving
surface quality

JOURNAL

Semjatov, N. et al. Additive Manufacturing

Revealing the Mechanisms of Smoke during Electron
Beam-Powder Bed Fusion by High-Speed Synchrotron
Radiography

JOURNAL - Ye,J.etal.

Journal of Manufacturing and Materials Processing

Anisotropic Superelastic and Shape Memory Effect of

Nitinol Manufactured by Electron Beam Powder Bed
Fusion
JOURNAL Fink, A. et al.

Advanced Materials & Sustainable Manufacturing

Additive Manufacturing of TiC/Steel Composites
Using Electron Beam Melting and In Situ Infiltration

JOURNAL Chen, Y. et al. Advanced Engineering Materials

Feasibility of Melting NbC Using Electron Beam
Powder Bed Fusion
JOURNAL Wennersten, K. et al.

Advanced Engineering Materials

Powder Bed Fusion of AISil0Mg Using an Electron
Beam: Processability, Microstructure and Mechanical
Properties
JOURNAL

Ortmann, R. et al. RTE Journal

Freemelt AB - MdIndal, Sweden - freemelt.com

United States

University of Arizona

Schneider Electric
France

Univ. Grenoble Alpes

Linkdping University
Sweden

University of Wuppertal

FAU Erlangen-Nurnberg

Germany

UT El Paso
United States

FAU Erlangen-Nirnberg
Germany

FAU Erlangen-Nirnberg

Germany

Helmholtz-Zentrum Hereon; KTH

Royal Institute of Technology

FAU Erlangen-Nirnberg

Germany

FAU Erlangen-Nirnberg

Germany

Linképing University
Sweden
TekSiC AB

Ruhr University Bochum
Germany

IN718

FREEMELT ONE

FREEMELT ONE

TiB2

FREEMELT ONE

Ti-6Al-4V

FREEMELT ONE

FREEMELT ONE

FREEMELT ONE

Ti-6Al-4V CMSX-4

FREEMELT ONE

NiTi

FREEMELT ONE
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